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(4) For particleboard, 0.09 ppm of 
formaldehyde. 

[81 FR 89724, Dec. 12, 2016, as amended at 83 
FR 5347, Feb. 7, 2018; 84 FR 43524, Aug. 21, 
2019] 

§ 770.12 Stockpiling. 
(a) The sale of stockpiled inventory 

of composite wood products, whether in 
the form of panels or incorporated into 
component parts or finished goods, is 
prohibited after June 1, 2018. 

(b) To determine whether stockpiling 
has occurred, the rate of manufacture 
or purchase is measured as follows: 

(1) For composite wood products in 
the form of panels, the rate is meas-
ured in terms of square footage of pan-
els produced. 

(2) For composite wood products in-
corporated into component parts or 
finished goods, the rate is measured in 
terms of the square footage of com-
posite wood product panels purchased 
for the purpose of incorporating them 
into component parts or finished goods. 

(c) Manufacturers or purchasers who 
have, in an annual year, a greater than 
20% increase in manufacturing or pur-
chasing composite wood products rel-
ative to annual year 2009 for some rea-
son other than circumventing the 
emission standards would not be in vio-
lation of this section. Such reasons 
may include, but are not limited to: 

(1) A quantifiable immediate increase 
in customer demand or sales. 

(2) A documented and planned busi-
ness expansion. 

(3) The manufacturer or purchaser 
was not in business at the beginning of 
calendar year 2009. 

(4) An increase in production to meet 
increased demand resulting from an 
emergency event or natural disaster. 

(d) In order to be found to be stock-
piling an entity must be increasing the 
rate of manufacturing or purchasing 
for the purpose of circumventing the 
emission standards. 

[81 FR 89724, Dec. 12, 2016, as amended at 84 
FR 43524, Aug. 21, 2019] 

§ 770.15 Composite wood product cer-
tification. 

(a) Beginning June 1, 2018, only cer-
tified composite wood products, wheth-
er in the form of panels or incorporated 
into component parts or finished goods, 

are permitted to be sold, supplied, of-
fered for sale, or manufactured (includ-
ing imported) in the United States, un-
less the product is specifically exempt-
ed by this part. 

(b) Certified composite wood prod-
ucts are those that are produced or fab-
ricated in accordance with all of the 
provisions of this part. 

(c) To obtain product certification, a 
panel producer must apply to an EPA 
TSCA Title VI TPC. 

(1) For panel producers that do not 
have any previous product certifi-
cations from a CARB-approved TPC or 
an EPA TSCA Title VI TPC, the appli-
cation must contain the following: 

(i) The panel producer’s name, ad-
dress, telephone number, and other 
contact information; 

(ii) A copy of the panel producer’s 
quality control manual as required by 
§ 770.21(a); 

(iii) Name and contact information 
for the panel producer’s quality control 
manager; 

(iv) An identification of the specific 
products for which certification is re-
quested, and the resin system used in 
panel production; 

(v) At least five tests conducted 
under the supervision of an EPA TSCA 
Title VI TPC pursuant to test method 
ASTM E1333–14 or ASTM D6007–14 (in-
corporated by reference, see § 770.99). 
Test results obtained by ASTM D6007– 
14 must include a showing of equiva-
lence in accordance with § 770.20(d)(1); 

(vi) At least five quality control tests 
conducted in accordance with 
§ 770.20(b)(1); 

(vii) Correlation data and linear re-
gression equation (or, under the 
threshold approach, the correlation 
data and the upper limit); and 

(viii) Results of an initial, on-site in-
spection by the TPC of the panel pro-
ducer. 

(2) For panel producers applying for 
certification of a new product type but 
that have previous product certifi-
cations from a CARB-approved TPC or 
an EPA TSCA Title VI TPC, the appli-
cation must contain the following: 

(i) The panel producer’s name, ad-
dress, and telephone number; 
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(ii) An identification of the specific 
products for which certification is re-
quested, and the resin system used in 
panel production; 

(iii) At least five tests conducted 
under the supervision of an EPA TSCA 
Title VI TPC pursuant to test method 
ASTM E1333–14 or ASTM D6007–14 (in-
corporated by reference, see § 770.99). 
Test results obtained by ASTM D6007– 
14 must include a showing of equiva-
lence in accordance with § 770.20(d)(1); 

(iv) At least five quality control tests 
conducted in accordance with 
§ 770.20(b)(1); 

(v) Correlation data and linear re-
gression equation (or, under the 
threshold approach, the correlation 
data and the upper limit); and 

(vi) Description of any changes in the 
panel producer’s quality control man-
ual and a copy of those changes. 

(d) The EPA TSCA Title VI TPC 
must act on a panel producer’s com-
plete application within 90 calendar 
days of receipt by reviewing all of the 
components of the application. 

(1) If the application indicates that 
the candidate product achieves the ap-
plicable emission standards described 
in § 770.10, adequate correlation as de-
scribed in § 770.20(d)(2), and that the 
panel producer is meeting the require-
ments in § 770.21, the EPA TSCA Title 
VI TPC will approve the application. 

(2) If the application is from a panel 
producer that did not previously have 
products certified by a CARB-approved 
TPC or an EPA TSCA Title VI TPC, 
the EPA TSCA Title VI TPC will re-
view the quality control manual and 
results of the on-site initial inspection 
and approve or disapprove the quality 
control manual. 

(3) If the application does not dem-
onstrate that the candidate product 
achieves the applicable emission stand-
ards described in § 770.10, the EPA 
TSCA Title VI TPC will disapprove the 
application. A new application may be 
submitted for the candidate product at 
any time. 

(e) If a product is certified by a 
CARB-approved TPC that is also recog-
nized by EPA, the product will also be 
considered certified under TSCA Title 
VI until March 22, 2019 after which the 
TPC needs to comply with all the re-
quirements of this part as an EPA 

TSCA Title VI TPC under Section 
770.7(d) in order for the product to re-
main certified. 

(f) To maintain certification, the 
panel producer making the certified 
product must get inspected by its EPA 
TSCA Title VI TPC quarterly as well 
as meet the testing requirements under 
§ 770.20. 

(g) If the certified product fails a 
quarterly test, certification for any 
product types represented by the sam-
ple is suspended until a compliant 
quarterly test result is obtained in ac-
cordance with § 770.22. 

[81 FR 89724, Dec. 12, 2016, as amended at 82 
FR 44537, Sept. 25, 2017; 83 FR 5347, Feb. 7, 
2018; 84 FR 43524, Aug. 21, 2019] 

§ 770.17 No-added formaldehyde-based 
resins. 

(a) Producers of composite wood 
product panels made with no-added 
formaldehyde-based resins may apply 
to an EPA TSCA Title VI TPC or to 
CARB for a two-year exemption from 
the testing requirements in § 770.20 and 
certification requirements in §§ 770.15 
and 770.40(b). The application must 
contain the following: 

(1) The panel producer’s name, ad-
dress, and telephone number; 

(2) An identification of the specific 
product and the resin system; 

(3) At least one test conducted under 
the supervision of an EPA TSCA Title 
VI TPC pursuant to test method ASTM 
E1333–14 or ASTM D6007–14 (incor-
porated by reference, see § 770.99). Test 
results obtained by ASTM D6007–14 
must include a showing of equivalence 
in accordance with § 770.20(d)(1); and 

(4) Three months of routine quality 
control tests under § 770.20, including a 
showing of correlation in accordance 
with § 770.20(d)(2), totaling not less 
than thirteen quality control tests. 

(b) The EPA TSCA Title VI TPC will 
approve a panel producer’s application 
within 90 calendar days of receipt if the 
application is complete and dem-
onstrates that the candidate product 
achieves the emission standards de-
scribed in paragraph (c) of this section. 

(c) As measured according to para-
graphs (a)(3) and (4) of this section, the 
emission standards for composite wood 
products made with no-added formalde-
hyde-based resins are as follows: 
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